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A number of recent experiments report the low-temperature thermopower α and specific heat
coefficients γ = CV /T of strongly correlated electron systems. Describing the charge and heat
transport in a thermoelectric by transport equations, and assuming that the charge current and
the heat current densities are proportional to the number density of the charge carriers, we obtain
a simple mean-field relationship between α and the entropy density S of the charge carriers. We
discuss corrections to this mean-field formula and use results obtained for the periodic Anderson
and the Falicov-Kimball models to explain the concentration (chemical pressure) and temperature
dependence of α/γT in EuCu2(Ge1−xSix)2, CePt1−xNix, and YbIn1−xAgxCu4 intermetallic com-
pounds. We also show, using the ’poor man’s mapping’ which approximates the periodic Anderson
lattice by the single impurity Anderson model, that the seemingly complicated behavior of α(T ) can
be explained in simple terms and that the temperature dependence of α(T ) at each doping level is
consistent with the magnetic character of 4f ions.

PACS numbers: 75.30.Mb, 72.15.Jf, 62.50.+p, 75.30.Kz,

I. INTRODUCTION

Several recent papers? ? ? report on a correlation be-
tween the low-temperature thermopower α and the spe-
cific heat coefficient γ = CV /T for heavy Fermions and
valence fluctuating compounds with Ce, Eu, Yb and U
ions. The data show that the zero-temperature limit of
the ratio α(T )/CV (T ) = α/γT in most systems is about
the same, although the absolute values of γ and α/T vary
by orders of magnitude? ? ? ? ? ? ? ? ? . At the moment
it is not clear if the deviations from universality arise
because of insufficient accuracy of the data, or because
the ‘universal law’ is only approximately valid. The dif-
ficulty is that neither α(T ) nor CV (T ) are linear in the
lowest available temperature intervals and to obtain the
linear coefficients one has to estimate the functional form
of α(T ) and CV (T ) before taking the zero-temperature
limit. The temperature dependences of α(T ) and CV (T )
in various systems might have a different physical ori-
gin, and comparing the data on α(T )/γT without a de-
tailed knowledge of the underlying dynamics might lead
to erroneous conclusions. Furthermore, the definition of
the ‘zero-temperature limit’ can differ considerably for
systems with vastly different characteristic temperatures
and at present it is not clear what the error bars are for
the α/γT data. We believe, the universality of the α/γT
ratio could be tested most directly by performing a pres-
sure experiment which transforms Ce- or Eu-based heavy
Fermion materials into valence fluctuators, and Yb-based
valence fluctuators into heavy Fermion materials. Pres-
sure can not only change the characteristic temperature
of a given compound by several orders of magnitude? ?

and, with that, change the nature of the ground state,
but it has a dramatic effect on the overall shape of the

thermopower. Although the low-temperature pressure
experiments are less accurate than the ambient pressure
ones, the evolution of α(T ) or CV (T ) with pressure could
be followed and the universality of α/γT studied in a
systematic way. Experiments which provide the low-
temperature thermopower and the specific heat on the
same sample at various pressures are yet to be performed
but some data are available on the doping dependence
(chemical pressure) of α and γ. For example, doping
alters α and γ of EuCu2(Ge1−xSix)2, CePt1−xNix and
YbIn1−xAgxCu4 intermetallics by more than one order
of magnitude? ? ? ? ? ? . while barely affecting the low-
temperature ratio α/γT . We explain this behavior as a
chemical pressure effect.

A simple relation between α and γT is obtained for a
free electron gas and for non-interacting electrons on a
lattice. The solution of the Boltzmann equation gives,
under fairly general conditions, the result? ? α(T ) '
S(T )/ne = CV (T )/ne, where S is the entropy density, n
the number density of the charge carriers and the second
equality holds because the specific heat is linear with T
at low T . But non-interacting electrons fail to describe
the properties of the compounds mentioned above and
the question arises to what extent does the ‘universal
relation’ between α and S (or CV ) hold for strongly cor-
related electrons?

On a macroscopic level, an analysis of the charge and
heat transport of a thermoelectric in terms of transport
equations yields the same relationship between α and S
as the free electron model. This derivation assumes that
under isothermal conditions the expectation value of the
charge current density is proportional to the expectation
value of the heat current density, and we expect it to be
valid for Fermi liquids (FL); of course, this is neglecting
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other sources of heat transport, such as phonon contribu-
tions (but those do not enter into isothermal heat trans-
port unless there are phonon drag effects). In the case
of the non-FL compounds, where CV (T )/T and α(T )/T
are temperature-dependent, instead of α/Tγ one should
consider the ratio α/S.

The zero-temperature α/γT -ratio has been discussed
recently by Miyake and Kohno? . They calculate the
dynamical conductivity of the periodic Anderson model
in the quasiparticle (QP) approximation and obtain the
Seebeck coefficient from the canonical formula which ex-
presses α(T ) as the ratio of two transport integrals? .
The universal FL behavior is derived by assuming that
in addition to the renormalization effects due to the
Coulomb interaction between f-electrons, the charge and
heat transport are affected by the scattering of quasipar-
ticles off residual impurities. This scattering dominates
the transport relaxation time and gives rise to a finite
residual resistivity ρ0. In the dilute limit, the impurity
concentration drops out of the ratio of transport integrals
and does not appear in the expression for the Seebeck co-
efficient.

The exact many-body transport coefficients of the pe-
riodic spin-1/2 Anderson model have recently been ob-
tained at finite temperatures by Grenzebach et al.? using
the dynamical mean field theory (DMFT) which maps
the lattice problem onto an auxiliary single impurity
model with a self consistency condition. The electron
relaxation is solely due to the Coulomb repulsion be-
tween f-electrons and the model describes both heavy
Fermions and valence fluctuators with vanishing ρ0. The
solution of the auxiliary impurity problem is obtained
by the numerical renormalization group (NRG) method,
which provides accurate results for the static properties
at arbitrary temperature and for the dynamical proper-
ties above the FL regime. However, the zero-temperature
limit of the transport relaxation time is difficult to obtain
by the DMFT+NRG method (due to numerical issues as-
sociated with the self-consistency), and the validity of the
FL laws for the transport coefficients of strongly corre-
lated electrons has not been clearly established.

In this contribution, we discuss the zero-temperature
α/γT -ratio for the periodic Anderson model and the
Falicov-Kimball model, which describe heavy Fermions
and valence fluctuators with crystal field (CF) split 4f-
states. In this limit the excited CF states are not oc-
cupied and we calculate the slope of α(T ) using the
DMFT solution of an effective M-fold degenerate model.
The result agrees with that of Miyake and Kohno? even
though we consider a periodic model with vanishing ρ0

and have a positive coefficient for the T 2 term of the
electrical resistance. We also analyze the influence of CF
splittings on the thermopower of the Anderson model
above the FL regime. At present, the dynamical prop-
erties of such a model cannot be obtained by the exact
DMFT mapping and we find the solution using an ap-
proximate ‘poor man’s mapping’. That is, we assume
that the conduction electrons scatter incoherently off

the 4f-ions, relate the transport relaxation time to the
single-ion T-matrix, and solve the scattering problem by
the non-crossing approximation (NCA), which can prop-
erly treat the highly asymmetric limit of the Anderson
model and infinite Coulomb repulsion. The results ob-
tained in such a way explain the concentration (chemical
pressure) dependence of limT→0 α/γT and the evolution
of α(T ) in EuCu2(Ge1−xSix)2? ? ? CePt1−xNix? , and
YbIn1−xAgxCu4

? ? ? ? . The thermoelectric properties
of these systems exhibit all the typical features observed
in heavy Fermions and valence fluctuators? ? . Our cal-
culations show that the temperature dependence of α(T )
at each doping level is consistent with the character of
the ground state inferred from the initial thermopower
slope.

The rest of this contribution is organized as follows. In
Section II, we introduce the macroscopic transport equa-
tions, discuss the Seebeck and Peltier experiments, and
find the relationship between the thermopower and the
entropy. In Section III.1 we calculate the Seebeck coef-
ficient of the periodic Anderson model in the FL regime
using the DMFT mapping. In Section III.2 we calculate
the finite-temperature behavior using the ‘poor man’s
mapping’. In Section III.3 we discuss the thermoelec-
tric properties of the Falicov-Kimball model using the
DMFT approach. In Section IV, we use these results to
discuss the experimental data on the intermetallic com-
pounds mentioned above. Our conclusions are presented
in Section V.

II. TRANSPORT EQUATIONS

We consider the macroscopic charge and energy cur-
rents which are given by the statistical averages J =
Tr{ρφĵ} and Jφ

E = Tr{ρφĵ
φ
E}, where ρφ is the den-

sity matrix, ĵ the charge current density and ĵφE the en-
ergy current density operators for a system of charged
particles in the presence of an external scalar poten-
tial φ. These operators are are obtained by commut-
ing the Hamiltonian with the charge and energy po-
larization operators? respectively, which are chosen in
such a way that the macroscopic currents satisfy the
appropriate continuity equations? . Assuming that the
external potential couples to the charge density, a di-
rect calculation shows? that ĵ is field independent and
ĵφE = ĵE + φĵ, where ĵE is the energy current density
defined by the field-free Hamiltonian. The macroscopic
energy current JE = Tr{ρφĵE} does not satisfy the con-
tinuity equation in the presence of the external poten-
tial but is easily calculated by a perturbative expan-
sion. The gradient expansion of ρφ produces linearized
equations? , J = L11xc + L12xE and JE = JEφ

− φJ =
L21xc + L22xE , where the generalized forces are given
by xc = −∇φ − T∇(µ/eT ) and xE = −∇T/T , µ is the
chemical potential and e = −|e| the electron charge. The
(linear-response) expansion coefficients are given by the
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correlation functions,

Lαβ
ij = lim

s→0

1
V

∫ ∞

0

dte−st

∫ β

0

dβ〈̂jαi (−t− iβ)̂jβj (0)〉0, (1)

where 〈̂jαi ĵβj 〉0 = Tr{ρ ĵαi ĵβj } denotes the statistical aver-
age in the absence of the external potential and ĵα1 and ĵβ2
denote the q = 0 Fourier components of ĵα(x) and ĵβE(x),
respectively (α, β denote the coordinate axes). In what
follows, we assume a homogenous and isotropic conduc-
tor in the absence of a magnetic field and consider only
a single Cartesian component of ĵ and ĵE (this is appro-
priate for cubic systems).

Thermoelectric effects are usually described in terms
of the heat current, hence we transform the linearized
equations from J and JE to J and JQ = JE − (µ/e)J to
yield? ?

J = −σ∇φ− σα∇T, (2)
JQ = αTJ− κ∇T, (3)

where σ = L11, αT = (L12/L11 − µ/e), and κT =
(L22 − L2

12/L11). A simple analysis shows that σ(T ),
α(T ), and κ(T ) are the isothermal electrical conductiv-
ity, the Seebeck coefficient and the thermal conductivity,
respectively? ? . The Onsager relation? gives αT = Π,
where Π is the Peltier coefficient.

The stationary temperature distribution across the
sample is obtained from the total energy current in a field
Jφ

E = JQ + (φ + µ/e)J which satisfies the energy conti-
nuity equation? divJφ

E = 0 and leads to the Domenicali
equation? ,

Ėφ = div(κ∇T ) +
J2

σ
− TJ · ∇α = 0. (4)

The Joule term (J2/σ) in Eq. (4) is crucial for the total
energy balance and for establishing the correct steady-
state temperature distribution.

The solution of Eqs. (2)–(4), with appropriate bound-
ary conditions, completely specifies the thermoelectric
response of the system. The above procedure connects
the theoretical model of a given material with the phe-
nomenological transport coefficients and could be used,
in principle, to explain the experimentally established
relationship between the thermopower and the specific
heat. However, for general many body systems such a
program cannot be completed and, at first sight, it is not
obvious that the transport coefficients, which depend on
the dynamical properties of the system, are simply re-
lated to the thermodynamic quantities, which depend
only on the static properties? . For example, the heat
current considered in this many-body theory is just the
electronic contribution to the heat transport, hence we
only expect it to relate to the appropriate electronic con-
tributions to the entropy. On a macroscopic level, the
relationship between α and S can be obtained by solving
Eqs. (2) and (3) once with the boundary conditions cor-
responding to the measurement of the Seebeck coefficient

and once with those appropriate for the measurement of
the Peltier coefficient.

In the Seebeck setup (an open circuit without net
charge current), the thermoelectric voltage is induced by
the heat flow due to the temperature gradient. The See-
beck voltage appears because the charged particles dif-
fuse from the hot to the cold end and the imbalance of
charge gives rise to a potential gradient across the sam-
ple. The Seebeck coefficient is obtained from the ratio
∆V /∆T , where ∆V = −

∫ a

0
dx ∇φ(x) is the voltage

change and ∆T =
∫ a

0
dx ∇T (x) the temperature drop

between the end-points of a sample of length a. For con-
stant α(x), Eq. (2) gives ∆V = α∆T . In a stationary
state, a quasiparticle picture says that the electrical en-
ergy required to transfer n electrons from the hot end to
the cold end against the voltage ∆V is balanced by the
change in thermal energy (that is, the heat). Neglect-
ing the shift of the quantum states due to the external
potential, we approximate ne∆V ' Sn∆T , where n is
the particle density and Sn the entropy density of the
charge carriers. This gives the approximate relationship
between the Seebeck coefficient and the entropy as

α(T ) =
Sn(T )

en
. (5)

In the Peltier setup, a constant electrical current pass-
ing through a junction of two different thermoelectrics
gives rise to an additional heat current emanating at the
interface of the junction. In a stationary state, the nor-
mal component of currents and temperature are continu-
ous across the junction but ∇T and the transport coeffi-
cients are discontinuous. Integrating Eq. (4) over a thin
volume element containing the interface gives? ,

−κs∇T |s − (−κl∇T |l) = −JT (αs − αl), (6)

where κs, ∇T |s, αs and κl, ∇T |l, αl denote the thermal
conductivity, temperature gradient and the Seebeck coef-
ficient of the ‘sample’ and ‘leads’ in the vicinity of the in-
terface. Eq. (6) shows that the heat brought to and taken
from the surface by the thermal conductivity differs by
ΠslJ, where Πsl is the relative Peltier coefficient of the
two materials, Πsl = T [αs(T ) − αl(T )]. In other words,
the junction generates an additional heat current ΠslJ
which maintains the stationary state by absorbing (or
releasing) heat from the environment. The Peltier heat
appears because the excitation spectra on the two sides
of the interface are different, so that the charge transfer
produces a reversible entropy change. (The entropy of
n particles is determined by the structure of the energy
levels over which the current carriers are distributed.)

Under stationary isothermal conditions, and for cur-
rents flowing in the x-direction, Onsager’s relation gives

α(T ) =
JQ

TJ
, (7)

where JQ is the Peltier heat current. Neglecting the Joule
heat and assuming that the stationary state is maintained
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by a heat source at one end and a sink at the other end
of the sample, we can simplify Eq. (7) using div J = 0
and div JQ = 0. For such divergence-free currents, we
assume that the charge and heat flow uniformly with a
drift velocity v and write J = nev and JQ = Qnv, where
Qn = αTne is the Peltier heat generated at the lead-
sample interface and transported by the current in the
lead to the sink. Defining the reversible thermoelectric
entropy density as Sn(T ) = Qn/T , we reduce Eq. (7)
to Eq. (5). Finally, multiplying both sides of Eq. (5)
by NAe, where NA is Avogadro’s constant, and dividing
by the molar entropy SN (T ) = Sn(T )Ω, where Ω is the
molar volume of the material under study, we obtain a
dimensionless parameter

q = NA
eα(T )
SN (T )

= (
N

NA
)−1, (8)

which characterizes the thermoelectric material in terms
of an effective charge carrier concentration per formula
unit (or the Fermi volume VF of the charge carriers).
For Fermi liquids, S(T ) = γT at low temperature and
we obtain

q = NAe
α(T )
γT

, (9)

which is the quantity defined by Behnia, et al.? .
Throughout this paper, α is expressed in [µV/K], CV

and S in [J/(K mol)], and the Faraday number is NAe =
9.6× 104C/mol.

Before proceeding, we should comment on the validity
of the above approximations. As mentioned already, the
entropy of the charge carriers in the steady state which
characterizes the Seebeck setup is not the same as the
equilibrium entropy, because the steady-state potential
is different at the hot and the cold end. As regards
the Peltier setup, the average value of the current den-
sity operator is not simply proportional to the particle
density, and the definition used in Eq. (8) neglects all
the operator products which lead to higher-order pow-
ers in the particle density. This amounts to describing
the low-energy excitations of the system by quasiparti-
cles and approximating the many-body interactions by
self-consistent fields.

Furthermore, we should take into account that the en-
tropy Sn in Eq. (5) or SN in Eq. (8) is not the full en-
tropy S of the system, but only the entropy of the charge
carriers appearing in the transport equations. For ex-
ample, the total entropy S might have contributions SM

coming from additional degrees of freedom, like local-
ized paramagnetic states, magnons or phonons, which
do not participate in the charge transport and are only
weakly coupled to the charge carrying modes. Assuming
S = SN + SM but neglecting the contribution of these
additional degrees of freedom to the charge transport, we
get the experimentally determined quantity

q̃ = NA
eα(T )
S(T )

=
NA

N

1
1 + SM (T )/SN (T )

, (10)

which could be much reduced with respect to q = NA/N
given by Eq. (8). The experimental values q̃ depend not
only on the concentration of carriers but also on tem-
perature, and to get the universal ratio one might need
a very low temperature, where SM � SN . This behav-
ior is similar to deviations of the Wiedemann-Franz law
from ideal metallic behavior whenever the phonon con-
tribution to the heat current is substantial—in order for
Wiedemann-Franz to hold, we need to have the phonon
contribution to the thermal conductivity be much smaller
than the electronic contribution.

The Seebeck coefficient appearing in Eqs. (5)—(10)
should also be treated with care. If there are sev-
eral conductivity channels, the total thermopower is a
weighted sum of all the components σα =

∑
j σjαj ,

where σ =
∑

j σj , and there might be some cancella-
tions in the thermopower sum. But S has different ver-
tex corrections and the specific heat is not affected by
these cancellations. Similarly, if there are several scatter-
ing channels for conduction electrons, vertex corrections
give rise to interferences which affect the thermopower
(like in the Friedel phase shift formula? ). Even if we
neglect interference effects and use the Nordheim-Gorter
rule? (ρα =

∑
j ρjαj , where ρ =

∑
j ρj and ρj and αj

are the resistivity and thermopower due to the j-th scat-
tering channel), the αj-terms in the weighted sum might
have different signs and cancel. Thus, unless one of the
channels dominates, q̃ is non-universal and temperature-
dependent, and the interpretation becomes difficult. We
also remark that the heat conductivity of magnons and
phonons can give rise to phonon-drag and spin-drag con-
tributions to α(T ), which are not included in Eqs. (8) or
(10). However, at low temperatures, those contributions
are expected to be small.

III. CALCULATION OF THE SEEBECK
COEFFICIENT

Considering the limitations and uncertainties men-
tioned above, it is somewhat surprising that in many
correlated systems the low-temperature ratio of the ther-
mopower and the specific heat comes quite close to the
universal value given by Eq. (9). In what follows, we show
that the universal law of Sakurai? and Behnia? holds for
the periodic Anderson model with on-site hybridization.
We also show that this model explains the full temper-
ature dependence of the Seebeck coefficient observed in
the intermetallic compounds with Ce, Eu and Yb ions.

The Hamiltonian is (what follows is not very clear)

HA = Hc + Hf + Hcf , (11)

where Hc describes the (conduction) c-electrons hopping
on the lattice, Hf describes the 4f states localized at each
lattice site, and Hcf describes the hybridization of elec-
trons between 4f and c-states. The total number of c-
and f-electrons per site is nc and nf , respectively. The c-
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and f-electrons have L internal degrees of freedom (chan-
nels) and we consider the model with an infinitely strong
Coulomb repulsion between f-electrons (or f-holes) which
does not allow two f-electrons to occupy the same channel
or the same lattice site. We strictly enforce the constraint
nf ≤ 1 (or nh

f ≤ 1), choose nc ≤ 1, and conserve the total
number of electrons n = nc + nf . The unrenormalized
density of states (DOS) of the conduction electrons in
each channel is N 0

c (ε) =
∑

k δ(ε − εk), where εk is the
conduction-electron dispersion. We assume N 0

c (ε) to be
a symmetric, slowly varying function of half-width D,
which is the same in all channels, and measure all the
energies, except ω, with respect to its center. In the
case of heavy Fermions and valence fluctuators with Ce
ions the magnetic state is represented by the CF levels
which are occupied by a single f-electron. We consider
M − 1 excited CF levels separated from the CF ground
state by energies ∆i � |Ef |, where i = 1, . . . ,M − 1.
Each CF state belongs to a given irreducible represen-
tation of the point group Γi and its degeneracy is Li,
such that L =

∑
i Li. The spectral functions of the un-

renormalized f-states are given by a set of delta functions
at E0

f and Ei
f = E0

f + ∆i. The mixing matrix element
Vi connects the c- and f-states belonging to the same ir-
rep and, for simplicity, we consider the case Vi = V for
all channels, i. e. the hybridization is characterized by
the parameter Γ = πV 2N 0

c (0). The c- and f -states have
a common chemical potential µ. The properties of the
model depend in an essential way on the coupling con-
stant g = Γ/π|Ef − µ|, where Ef =

∑
i LiE

i
f/L and

on the CF splittings. For L > 2 and strong correla-
tion between the f-electrons, the condition nf ≤ 1 makes
the model extremely asymmetric; nf ' 1 can only be
reached for very small g. An increase in g gives rise to
a monotonic reduction of nf . An application of pressure
or chemical pressure (doping) to Ce systems is modeled
by an increase of the bare coupling g, which decreases
nf . In the case of Europium the non-magnetic 4f 6 state
is a Hund’s singlet and the magnetic state is a degener-
ate 4f 7 Hund’s octet with full rotational invariance. The
Eu ion fluctuates between the two configurations by ex-
changing a single electron with the conduction band and
we model the pressure effects in the same way as for Ce.
In the case of Ytterbium, the non-magnetic state is the
full-shell 4f 14 configuration and the magnetic one is the
4f 13 configuration, which can be split by the CF. Here,
pressure or chemical pressure reduce g and enhance the
number of f-holes.

For constant hybridization, the charge current density
operator is given by

ĵ = e
∑
kσ

vkc†kσckσ, (12)

where σ labels the symmetry channels (irreducible rep-
resentations to which the c-electrons belong) and vk =
∇ε(k) is the velocity of unperturbed c-electrons. Calcu-
lating the heat current density operators for a constant
hybridization in k-space we verify explicitly the Jonson-

Mahan theorem? and find for each symmetry channel
the static conductivity satisfies

σ(T ) =
∫

dω

(
− df

dω

)
Λ(ω, T ) (13)

and the thermopower satisfies

α(T ) = − 1
|e|T

∫
dω

(
− df

dω

)
ωΛ(ω, T )∫

dω
(
− df

dω

)
Λ(ω, T )

. (14)

The excitation energy ω is measured with respect to µ,
f(ω) = 1/[1 + exp(βω)] is the Fermi-Dirac distribution
function and Λ(ω, T ) is the charge current - charge cur-
rent correlation function? (our result differs from Ma-
han’s by an additional factor of e2 from the charge cur-
rent operators). Note, the factor (−df/dω) restricts the
integration range in (13) and (14) to the Fermi window,
|ω| ≤ kBT . The main contribution to transport integrals
comes from the k-points in the vicinity of the renormal-
ized Fermi surface (FS) In the low-temperature FL limit,
the charge current - charge current correlation function is
approximately found from the reducible vertex function
by

Λ(ω, T ) =
e2

V

∑
kσ vk

2Gσ
c (k, ω + iδ)Gσ

c (k, ω − iδ)

× γσ(k, ω + iδ, ω − iδ). (15)

Here Gσ
c (k, ω ± iδ) are the momentum and energy-

dependent retarded and advanced Green’s function of
the conduction electrons and γσ(k, ω + iδ, ω − iδ) is the
analytic continuation from the imaginary axis into the
complex plane of the (reducible) scalar vertex function
γσ(k, iωn), which is defined by the diagrammatic expan-
sion of the current-current correlation function? . It is
a challenge to determine the conductivity and the ther-
mopower for the periodic Anderson model with the crys-
tal field split states, which satisfy the constraint nf ≤ 1,
and we perform the calculations for two simplified cases.

In the case of a short mean-free path, the thermopower
is obtained by the ’poor man’s’ mapping, which takes
into account the CF splitting but neglects the coher-
ence. That is, the scattering of conduction electrons
on the 4f ions, which gives rise to a low conductivity,
is treated as an impurity problem. Using the identity
Gc(k, ω+)Gc(k, ω−) = −Ac(k, ω)/Im Σc(ω+, T ), where
Σc is the self-energy and

Ac(k, ω) = − 1
π

Im Gc(k, ω+) (16)

the spectral function of c-electrons, obtains

Λ(ω, T ) =
−e2

V ImΣc(ω+, T )

∑
k

vk
2Ac(k, ω). (17)

This can be further simplified taking into account that
in the narrow region of (k, ω)–space we approximate v2

k
by its FS average, 〈v2

kF
〉. This gives the usual result,

Λ(ω, T ) = e2〈vkF

2〉Nc(ω) τ(ω, T ), (18)
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where the renormalized c-DOS is defined by

Nc(ω) =
∑
k

Ac(εk, ω), (19)

and the transport relaxation time is

τ(ω, T ) =
1

−Im Σc(ω+, T )
. (20)

When the mean free path is long, which is the case of
the stoichiometric compounds at low temperatures, the
coherent scattering has to be taken into account. How-
ever, in this temperature range the excited CF states are
unoccupied and the calculations can be performed using
the spin-degenerate periodic Anderson model. The ef-
fective low-temperature degeneracy is determined by the
CF ground state. The charge current - charge current
correlation function is determined exactly within DMFT,
where the vertex corrections vanish? and

Λ(ω, T ) =
e2

V

∑
kσ

v2
k [ImGσ

c (k, ω + iδ)]2 . (21)

This form is particularly useful if Gσ
c (k, ω + iδ) is known

for all k and ω points; we use it for evaluating the Falicov-
Kimball model? ? , since it does not have FL behavior in
general. For the FL at low temperature we use Eq. (15)
instead of Eq. (21) since it is the dominant contribution
when T → 0.

In what follows we provide the details the ’poor man’s’
and the FL approach. The overall behavior of the peri-
odic Anderson model is then easily obtained by interpo-
lating between the low-temperature FL solution and the
high-temperature ’poor man’s’ solution.

1. The ’poor man’s’ solution

The ’poor man’s’ solution of the periodic Anderson
model is defined by the approximation Σc(k, ω+) '
niTkk(ω+), where Tkk(ω+) is the single-ion scattering
matrix on the real axis. The concentration of 4f ions
is set to ni = 1, and the transport relaxation time is
obtain from Eq. (20). We can justify this approach if
the mean free path of conduction electrons is sufficiently
short, such that the coherent scattering can be neglected.
Recent solution of the spin-1/2 model obtained by the
DMFT+NRG shows? that the electrical resistance ρ(T )
increases rapidly and is very large at the temperature
TK at which α(T ) has a maximum. For T ≥ TK/2 the
DMFT+NRG shows that α(T ) is very similar to the ex-
act results? obtained for the single impurity spin-1/2
Anderson model. This indicates that the ’poor man’s’
approach provides a reliable description of the stoichio-
metric compounds above the FL regime and can be used
to approximate α(T ) for T ≥ TK/2. However, the single
impurity model has to be solved by methods which can
deal with large Coulomb correlation and the CF splitting.

The experimental results on the heavy Fermion and va-
lence fluctuators provide additional support for the sin-
gle impurity approach. The data show that the resid-
ual resistance of ternary and quaternary compounds like
EuCu2(Ge1−xSix)2, CePt1−xNix and YbIn1−xAgxCu4

grows rapidly with x and for 0.3 ≤ x ≤ 0.8 the mean
free path is reduced by disorder to about a single lattice
spacing. In these random alloys the electron propagation
is incoherent even at T = 0 and the experimental data are
very well described by the single impurity model down to
lowest temperatures. At low doping and in stoichiomet-
ric heavy Fermion compounds with small ρ0 the impurity
description breaks down in the low-temperature regime.
However, in these systems ρ(T ) and α(T ) grow rapidly
towards room temperature (RT) and attain large maxima
at T ρ

K and TK , respectively. In the case of the degener-
ate f-states or small CF splitting, the data show? ? ?

T ρ
K < TK < RT and for T ≥ T ρ

K/2 there is not much dif-
ference between the stoichiometric compounds and doped
systems. In the presence of the CF splitting, ρ(T ) has
two maxima: a low-temperature one at T ρ

K and a high-
temperature one at Tρ. The thermopower also exhibits
two maximal? : a low-temperature one at TK > T ρ

K and
a high-temperature one at TS . Since the mean free path
is short for T ≥ TK/2, it is not really surprising that the
thermopower of periodic systems and random alloys ex-
hibit the same qualitative features above the FL regime.
The experimental data also show that the functional form
of α(T ) is strongly affected by pressure or chemical pres-
sure. The fact that all the qualitative features of the
pressure-induced variations of α(T ) are completely ac-
counted for by the ’poor man’s mapping’ justifies, a pos-
teriori, the approximation which neglects the coherent
scattering of conduction electrons on the lattice of f-ions.

In the case of a single scattering channel (no CF split-
ting) the vertex corrections to the T-matrix vanish by
symmetry and the conduction electron’s self energy is
given by Σc(ω+) = V 2Gf (ω+), where Gf (ω+) is the re-
tarded Green’s function of the effective L-fold degenerate
single impurity Anderson model. In the case when the
degeneracy is lifted by the CF splitting the vertex cor-
rections do not vanish but we neglect them anyway and
use

Σc(ω+) =
∑
Γ

VkΓiGΓI
(ω+)VΓik′ . (22)

VΓk = 〈Γ|V |k〉 is the matrix element for the scattering
between the conduction state k and the f-state belonging
to the irrep Γ, and GΓ(ω+) is the corresponding Green’s
function of the single impurity Anderson model with the
CF splitting. We calculate GΓ(ω+) by the NCA and
obtain α(T ) from Eqs. (14) and (18).

In the limit of large asymmetry and infinite correla-
tion, the NCA solution shows that the single impurity
Anderson model has a universal low-temperature scale,
given by the Kondo temperature TK . The TK is large for
large L and small ∆CF , and TK is small for small L and
large ∆CF . This shows that TK decreases rapidly as the


