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Abstract

Highly porous hydroxyapatite (Ca10(PO4)6(OH)2, HAp) catalyst support was prepared through hydrothermal
transformation of aragonitic cuttlefish bone (Sepia Officinalis, L., Adriatic Sea) at 200 °C, preserving the nat-
ural well interconnected porous structure. To deposit the TiO2 catalyst on the pore walls of the HAp support
two methods were used: i) vacuum impregnation of the support with the suspension of a commercial TiO2

nanopowder in isopropanol and ii) in situ synthesis of TiO2 on the support by sol-gel technique. XRD analysis
and FTIR spectroscopy were used to determine the phase composition of the material. The morphology and
microstructure of the composite samples were studied by scanning electron microscopy (SEM). The presence
of TiO2 particles on the HAp surface was determined by SEM/EDX analysis. To determine the specific surface
area and pore size, Brunauer-Emmett-Teller (BET) method was used. The results of the BET method showed
the increased specific surface area and pore size reduction after impregnation of TiO2 into the HAp carrier.
The photocatalytic activity of HAp/TiO2 samples was studied in a batch reactor with an annular UV-A lamp
using salicylic acid as a model water pollutant. The results indicated the suitability of prepared HAp supported
TiO2 catalysts for photocatalytic applications.
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I. Introduction

Highly porous ceramics are broadly used in differ-

ent catalytic processes as catalysts or catalyst supports.

Besides good thermal and chemical stability and me-

chanical strength, high surface area and good pore con-

nectivity are crucial for the catalyst performance. In the

last decade, a great deal of research has been focused on

the development of new types of catalyst support based

on alumina and cordierite [1–3], zeolites [4], silicon-

carbide [5], and metal oxides, such as TiO2 [6], La2O3,

CeO2, MnO2 and ZrO2 [7].

Recently, the potential of biomaterials such as hy-

droxyapatite, HAp, as catalyst support has been rec-

ognized. Few interesting applications in heterogeneous

catalysis, e.g. CO oxidation and oxidative esterification

of aldehydes [8,9] emerged so far. Relatively little atten-

tion has been paid in the literature to the utilization of

∗Corresponding author: tel: +385 1 4597 226,
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hydroxyapatite derived from natural porous materials as

catalyst support. Chakraborty et al. [10–12] reported on

successful application of hydroxyapatite derived from

fish bone as a support for preparation of low-cost, recy-

clable, heterogeneous catalysts. Very recently, TiO2 has

been immobilized onto 3D spongin-based scaffolds iso-

lated from H. communis marine demosponge [13].

In our previous studies [14–16] highly porous HAp

scaffold, for bone tissue engineering applications, has

been prepared from cuttlefish bone. Cuttlefish bone is

a low cost, worldwide available natural cellular ma-

terial possessing high stiffness, high porosity (∼90%)

and high permeability. Natural aragonite from cuttle-

fish bone was hydrothermally transformed into HAp

at 200 °C preserving the natural well interconnected

porous structure. The results obtained in these studies

motivated us to examine the potential of this 3D porous

natural architecture, which might be difficult to produce

artificially, as catalyst support. We hypothesized that

such structure would ensure a high surface area of im-

mobilized catalyst and good mass transport of the pol-
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lutants to the catalyst surface.

Titanium dioxide (TiO2) is one of the most efficient

semiconductor catalysts which exhibits a high efficiency

in the photo-oxidation of undesired and harmful air con-

taminants [17–19] and water pollutants [20,21]. TiO2

exists in nature in three different polymorphs, namely,

rutile, anatase and brookite. Only anatase and rutile

are photocatalytically active. Anatase is widely used in

photocatalysis due to its favourable band gap energy

(3.2 eV), commercial availability, relatively inexpensive

cost, non-toxicity and high photochemical stability. Be-

ing exposed to UV light, large amount of reactive oxy-

gen species, such as hydroxyl radicals (OH•) and super-

oxide radical anion (O •

2 ), are produced on the surface

of TiO2. These reactive radicals are regarded as the ma-

jor species responsible for the degradation of pollutants

into CO2 and H2O. A common approach to enhance the

photocatalytic activity of TiO2 is to increase its surface

area using TiO2 in the form of nanoparticles. However,

for applications in water, such small suspended particles

require high filtration costs for catalyst removal once the

reaction is finished. These problems led to the devel-

opment of supported photocatalysts in which TiO2 has

been immobilized on porous materials with a high sur-

face area.

In this work, a TiO2 photocatalyst was deposited on

the pore walls of the HAp support derived from cuttle-

fish bone. Two methods were used: i) vacuum impregna-

tion of the support with the suspension of a commercial

TiO2 powder in isopropanol and ii) in situ synthesis of

TiO2 on the support by sol-gel technique. The photocat-

alytic activity of the prepared catalyst was studied using

salicylic acid as a model water pollutant and compared

to that of suspended TiO2 nanoparticles.

II. Experimental

2.1. Preparation of HAp/TiO2 composite

Cuttlefish bones (Sepia officinalis, L.) from the Adri-

atic Sea were used as starting material for the hydrother-

mal synthesis of hydroxyapatite (HAp). The bones were

carefully cut into small pieces and treated with an aque-

ous solution of sodium hypochlorite (NaClO, 13% ac-

tive chlorine, Gram-mol) for 12 h at room temperature

to remove the organic component. The pieces of cut-

tlefish bone were then sealed with the required vol-

ume (respecting the molar ratio of Ca/P = 1.67) of a

0.6 M aqueous solution of ammonium dihydrogenphos-

phate (NH4H2PO4, 99%, Scharlau) in a TEFLON lined

stainless steel pressure vessel at 200 °C for 72 h. The

pressure inside the reactor was self-generated by wa-

ter vapour and reached 18 bar. After hydrothermal treat-

ment the resulting HAp scaffolds were washed with

boiling demineralized water, dried at 105 °C, annealed

at 500 °C for 1 h, and characterized. The dried samples

are denoted as HAp, 105 °C, and the annealed samples

are denoted as HAp.

Highly porous HAp pieces were impregnated with

a 5 wt.% suspension of titanium dioxide (TiO2, P25,

Degussa) in isopropanol (2-propanol, 99%, Gram-mol)

using the vacuum impregnation unit (Citovac Struers).

The purpose of vacuum impregnation is the removal of

air from the samples for complete penetration of TiO2

suspension in the pores of HAp. After the vacuum-

ing, the samples of HAp were kept immersed in TiO2

suspension for 30 min. The soaked samples were put

on a net and placed in the vacuum chamber again in

order to remove the excess of TiO2 suspension away

from the scaffolds. The impregnated samples were dried

at 105 °C, annealed at 500 °C for 1 h, and charac-

terized. The dried samples are denoted as HAp/TiO2

(P25), 105 °C, and the annealed samples are denoted as

HAp/TiO2 (P25).

The second group of HAp/TiO2 samples was pre-

pared by vacuum impregnation of precursors exhibit-

ing sol-to-gel transition into TiO2. Titanium (IV)-

isopropoxide, (TTIP, 97%, Aldrich) was added to 2-

propanol (Gram-mol) and the mixture was stirred us-

ing a magnetic stirrer. Peptization agent, acetylace-

tone, (Ac-Ac (CH3C(O)CH2C(O)CH3), 98%, Fluka)

was added to the mixture and the molar ratio of Ac-

Ac/TTIP was 0.3. In order to catalyse hydrolysis, a mix-

ture of 1 M HNO3 and 2-propanol was added to the

TTIP/n-propanol mixture dropwise. After vigorous stir-

ring at room temperature for 1 h, a transparent yellowish

solution was obtained and the impregnation of the HAp

carrier was performed as previously described. The re-

sulting samples of impregnated HAp were then kept

at room temperature overnight. To prepare the catalyst

with TiO2 content similar to that in HAp/TiO2 (P25) cat-

alyst the impregnation procedure and drying were re-

peated four times. The dried products were calcined at

500 °C for 1 h and denoted as HAp/TiO2 SG.

2.2. Characterization methods

The prepared samples were structurally characterized

by X-ray diffraction analysis (Shimadzu 6000) equipped

with CuKα radiation source at 40 kV and 30 mA in 2θ

range from 5° to 70°, with a step of 0.02°/s. Iden-

tification of the phases was performed by comparing

the experimental XRD patterns to standards compiled

by JCPDS. XRD profile fittings and Rietveld refine-

ments were performed using TOPAS V5 (Bruker AXS).

Crystallite sizes were determined using the integral

breadth (Lvol-IB) method. To quantify TiO2 phase in

the HAp/TiO2 composite the standard addition method

was used as well.

The Fourier transform infrared (FTIR) spectra of the

materials were recorded by attenuated total reflectance

(ATR) spectrometer for solids with a diamond crystal

(Bruker VERTEX 70). An amount of a material was

placed in the mortar and ground with the pestle for one

minute and then put onto a diamond crystal. 64 scans

were collected for each measurement over the spectral

range of 400–4000 cm-1 with a resolution of 1 cm-1.

Scanning electron microscopy (SEM) with energy
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dispersive X-ray (EDX) analysis (SEM ISIDS-130) was

used to examine the morphology of the raw cuttlefish

bone, HAp and the HAp/TiO2 composites. The samples

were sputtered with gold three times.

The quantification of mesoporosity and microporos-

ity was carried out according to the Brunauer-Emmett-

Teller (BET) method by N2 adsorption-desorption iso-

therms at liquid N2 temperature on a Micrometrics

ASAP 2000 instrument.

2.3. Photocatalytic test reaction

The photocatalytic properties of prepared catalyst

have been studied by exposing the salicylic acid aque-

ous solution to UV light in the absence and in the pres-

ence of suspended pure TiO2 (P25), suspended pure

HAp or HAp supported TiO2 photocatalysts. Prelimi-

nary dark experiments without irradiation were also per-

formed to establish the period of time needed to achieve

the adsorption-desorption equilibrium of all studied cat-

alysts. Experiments were performed in a 125 ml cylin-

drical laboratory batch reactor made from Pyrex glass,

mounted on a magnetic stirrer. A low-pressure mer-

cury lamp with the primary emission output at 365 nm

was used as the source of UV-A irradiation. The UV

lamp was placed axially in a quartz tube inside the

reactor. The following experimental conditions were

kept constant throughout this study: 100 ml total vol-

ume, 0.2 mmol/l initial salicylic acid concentration. The

amount of the added commercial TiO2 (Degussa P25)

photocatalyst, used as a reference, was 0.1 g/100 ml.

The added amount of pure HAp or prepared HAp/TiO2

composite catalysts was 1 g/100 ml. The solution was

magnetically stirred (400 rpm) and adjusted to pH =

7.5. Prior to irradiation the solutions were kept in the

dark for 30 min in order to establish adsorption equilib-

rium. After “dark” adsorption, the solutions were ex-

posed to UV light. At different time intervals small

aliquots (0.5 ml) of the solutions were taken out from

the reactor, filtered and analysed for residual salicylic

acid. The concentration of salicylic acid was determined

using a LC-10 HPLC, Shimadzu, with an UV-DAD de-

tector, equipped with Macherey-Nagel Nucleosil C18

column. The mobile phase consisted of 0.15% H3PO4

in water and methanol (50:50 v/v). The repeatability of

photocatalytic activity of the HAp/TiO2 (P25) photocat-

alyst was also tested. After the first photodegradation

cycle the catalyst was separated from the treated solu-

tion, washed and dried. The separated catalyst denoted

as HAp/TiO2 (P25) II was added again to a new identi-

cal batch of salicylic acid solution and the degradation

process was monitored as previously described. The ef-

ficiency of the salicylic acid mineralization was evalu-

ated by measuring the total organic carbon (TOC) con-

tent with a Shimadzu, TOC-VCPN analyser.

III. Results and discussion

3.1. XRD analysis

The phase composition of the prepared HAp/TiO2

composites was determined by X-ray diffraction (XRD).

The XRD patterns of HAp and HAp/TiO2 composites

are shown in Fig. 1.

The diffraction pattern of HAp derived from cuttlefish

bone showed well-resolved peaks indicating a high de-

gree of crystallinity of the inorganic material. Compar-

ing the experimental diffraction pattern to JCPDS stan-

dards the crystalline phase was identified as hydroxyap-

atite mineral (JCPDS No. 09-0432). Besides the diffrac-

tion peaks belonging to HAp, the diffraction pattern of

HAp/TiO2 (P25) composite showed additional diffrac-

tion peaks at 2θ = 25.2°, 27.3°, 37.7°, 48.08°, 54.0° and

55° attributed to the anatase/rutile phase. All peaks are

in good agreement with the standard spectrum (JCPDS

No. 21-1272 and JCPDS No. 21-1276). According to

the manufacturer’s specifications, titanium dioxide (De-

gussa P25) has 80% anatase and 20% rutile phase. Our

analysis of XRD data showed slightly different values:

84% anatase and 16% rutile phase. The existence of

rutile in the nanopowder is discernible from its 110

diffraction peak located at 2θ of 27.3° in the XRD pat-

tern. The HAp/TiO2 SG powder pattern showed typical

peaks of HAp and anatase. A very small amount of ru-

tile phase is hardly seen in Fig. 1. The XRD data analy-

Figure 1. XRD patterns of HAp and HAp/TiO2 composites
(the vertical lines are the 2θ positions of anatase (A) and

rutile (R) - for purpose of clarity, the HAp lines
were not marked)

Table 1. Results of X-ray diffraction quantitative analysis

Sample
TiO2 content Anatase/rutile ratio Relative crystallite size [nm]

[wt.%] [%] Anatase Rutile

HAp/TiO2 (P25) 20.23 84/16 19.8 32.2

HAp/TiO2 SG 18.32 96/4 14.0 19.4
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sis showed that TiO2 SG has 96% anatase and 4% rutile

phase.

The quantitative composition of the prepared

HAp/TiO2 composites, determined using the standard

addition method, from the diffraction patterns of cal-

ibration mixtures with different amounts of added

TiO2, relative amounts of TiO2 crystalline phases

(anatase/rutile) and their nanometric crystallite size are

given in Table 1.

3.2. FTIR spectroscopy

FTIR spectra of prepared materials are shown in Fig.

2. The FTIR spectrum of HAp shows typical bands for

PO 3 –
4 at 470 cm-1 for ν2 mode, 561 cm-1 and 601 cm-1

for ν4 mode, 960 cm-1 for ν1 mode and 1018 and

1083 cm-1 for ν3 mode. The high intensity of the CO 2 –
3

derived bands at 871 cm-1 for ν2 mode, and 1413 cm-1

and 1456 cm-1 for ν3 mode, indicates that B-type sub-

stitution occurred during HAp synthesis [22]. Besides

PO 3 –
4 and CO 2 –

3 groups, FTIR spectrum of HAp/TiO2

(P25) composite shows an additional broad band in the

area of 650–800 cm-1 attributed to the stretching of Ti–

O bonds, and the band at ∼440 cm-1 attributed to the

stretching of Ti–O–Ti bonds [23].

Figure 2. Characteristic infrared spectrum of HAp and
HAp/TiO2 samples

3.3. SEM

Scanning electron microscopy (SEM) technique was

used to examine the morphology of the raw cuttlefish

bone, hydrothermally (HT) converted cuttlefish bone

and the HAp/TiO2 composites. Also, scanning electron

microscopy with energy dispersive X-ray (SEM/EDX)

analysis was performed in order to confirm the presence

of TiO2 on the HAp surface.

Representative scanning electron micrographs of the

raw cuttlefish bone, HAp and HAp/TiO2 composites are

shown in Fig. 3. The structure of the cuttlefish bone is

systematically and in detail described by Birchall et al.

[24]. Briefly, it consists of two regions: a thick external

wall or dorsal shield and internal regions with a lay-

ered, cellular quasi-periodic microstructure consisting

of lamellae separated by numerous pillars In the inter-

nal matrix, each of the individual lamellae and pillars is

Figure 3. SEM micrographs of: a) raw cuttlefish bone after
removing the organic component with NaClO, b) HAp
scaffold derived from cuttlefish bone clearly displaying

interconnected channeled structure maintained after HT
conversion; c-d) HAp scaffold (at different magnifications)
displaying HAp crystals formed on the surface of lamellae
and pillars in dandelion-like (cauliflower) structures; e-f)

HAp/TiO2 (P25) obtained by impregnation of 5 wt.% TiO2

suspension; g-h) HAp/TiO2 SG before (g) and after
calcination (h)

coated with an organic material composed primarily of

β-chitin [25,26]. In order to ensure complete hydrother-

mal conversion of aragonite into hydroxyapatite the or-

ganic component of the cuttlefish bone was removed

with an aqueous solution of sodium hypochlorite. SEM

micrograph of the organic-free cuttlefish bone is shown

in Fig. 3a. As shown in Fig. 3b the interconnected struc-

ture of the cuttlefish bone is completely maintained af-

ter the hydrothermal conversion into HAp. At higher

magnification, irregularly shaped microspheres of HAp

crystals with cauliflower morphology are formed on

the surface of lamellae and pillars (Fig. 3c). The en-

larged view shown in Fig. 3d indicates the existence of

dandelion-like structures. These globular-shaped struc-

tures enhance the surface roughness and surface area

of the HAp carrier. Figures 3e and 3f show the sur-

face of HAp carrier impregnated with 5% TiO2 sus-

pension in isopropanol. Comparing Fig. 3d and Fig. 3f

visible changes in the microstructure of the surface can
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be observed. In the HAp/TiO2 (P25) composite hydrox-

yapatite globular-shaped structures were not clearly ex-

pressed as in the HAp carrier, indicating the precipita-

tion of the TiO2 particles on their surface. Figures 3g

and 3h show SEM images of TiO2 layer prepared by

sol-gel process, taken before and after calcination, re-

spectively. Dandelion-like structures of HAp shown in

Fig. 3d are not visible in Fig. 3g. As can be seen in Fig.

3h, cracks are formed in TiO2 film during thermal treat-

ment.

The presence of the TiO2 layer on the surface of HAp

carrier was confirmed by SEM microscopy with en-

ergy dispersive X-rays (SEM/EDX) (figure not shown).

Analysis showed the presence of elements with a mo-

lar proportion of Ca (55.1%), O (32.3%), P (4.7%), C

(0.8%), and Ti (7.0%), confirming the presence of the

TiO2 layer on the surface of HAp carrier.

3.4. BET

The quantification of mesoporosity and microporos-

ity was carried out according to BET method by N2

adsorption-desorption isotherms at liquid N2 tempera-

ture. The BET surface areas, average pore diameter and

total pore volume of the samples before and after calci-

nation at 500 °C for 1 h are shown in Table 2.

From the obtained BET data it is evident that the ther-

mal treatment of the HAp carrier at 500 °C for 1 h re-

sulted in a decrease of the specific surface area and the

size of the pores, compared to the uncalcined (dried)

samples. The deposition of TiO2 (P25) nanoparticles

onto the surface of the HAp carrier resulted in the in-

crease of the specific surface area of the samples, both,

uncalcined and calcined at 500 °C, from 21.7 m2/g to

30.4 m2/g and from 15.7 m2/g to 29.1 m2/g, respectively.

Also, the TiO2 layer on the surface of HAp has led to

some reduction in the pore size compared to HAp. Af-

ter the calcination of the HAp/TiO2 (P25) samples, no

significant changes in the specific surface area and pore

size were observed. The sample HAp/TiO2 SG, where

the TiO2 was formed on the surface of HAp by sol-gel

method and calcined at 500 °C for 1 h, showed almost

identical values of S BET , mean pore size and total pore

volume to those of the HAp/TiO2 (P25) analogue.

3.5. Photocatalytic properties

The photocatalytic properties of HAp/TiO2 samples

was studied by exposing the salicylic acid aqueous so-

lution to UV light in the absence and in the presence

of suspended pure TiO2 (P25), suspended pure HAp or

HAp supported TiO2 photocatalysts.

The efficiency of the salicylic acid mineralization was

evaluated by measuring the total organic carbon (TOC).

The obtained results are shown in Fig. 4. and Table 3.

Figure 4 shows the relative concentration of salicylic

acid as a function of irradiation time. The plot of nat-

ural logarithm of relative concentration vs. irradiation

time (Fig. 5) gives straight line in all the cases indicat-

ing that the photocatalytic degradation of salicylic acid

is of pseudo first order:

ln
C

C0

= −k · t (1)

C0 and C represent the initial concentration of the sali-

cylic acid in solution and the one after a given irradia-

tion time, t, respectively. The apparent rate constants, k,

are summarized in Table 3.

As shown in Fig. 4 the salicylic acid undergoes neg-

ligible degradation under direct UV irradiation in the

absence of catalyst. No change in the salicylic acid con-

centration during UV irradiation in the presence of sus-

pended pure HAp was observed. As shown in Table

3, after 120 min of UV irradiation the salicylic acid

removal reached 65% in the presence of suspended

pure TiO2 (P25) nanopowder, 58% in the presence of

HAp/TiO2 (P25) photocatalyst and 61% in the pres-

ence of HAp/TiO2 SG photocatalyst prepared by sol-gel

process. HAp/TiO2 (P25) photocatalyst showed slightly

lower activity in the second photodegradation cycle

(HAp/TiO2 (P25) II) compared to the first cycle, but

Figure 4. Photodegradation of salicylic acid in the absence
(photolysis) and in the presence of catalysts: Relative

concentration as a function of irradiation time

Figure 5. Pseudo first order kinetics for salicylic acid
photocatalysed degradation
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Table 2. Specific surface area (SBET ), mean pore size and total pore volume of the samples

Sample
S BET Mean pore size Total pore volume

[m2/g] [nm] [cm3/g]

HAp, 105 °C 21.7 21.3 0.1153

HAp 15.7 18.5 0.0727

HAp/TiO2 (P25), 105 °C 30.4 15.8 0.1204

HAp/TiO2 (P25) 29.1 14.4 0.1046

HAp/TiO2 SG 29.2 14.5 0.1062

Table 3. Comparison of photocatalytic activity of catalysts for the degradation of salicylic acid (SA)

Catalyst
SA removal after 2 h of Apparent rate constants of SA TOC removal after 2 h of

irradiation [%] degradation, k [min-1] irradiation [%]

TiO2 (P25) 65 0.00846 28

HAp/TiO2 (P25) 58 0.00725 32

HAp/TiO2 (P25) II 51 0.00626 36

HAp/TiO2 SG 61 0.00802 23

it was the most efficient in the salicylic acid mineral-

ization. It is important to note that in the investigated

systems with HAp supported catalysts the quantity of

the active TiO2 phase is about two times larger com-

pared to the system with unsupported TiO2 catalyst. It

is obvious that immobilization of catalyst does result

in a loss of its activity. However, the supported cata-

lysts have the advantage that they can be easily sepa-

rated from the reaction mixture and reused. TiO2 sus-

pension in water presents a highly stable hydrocolloid

[27] which makes the separation of catalyst from water

and its re-application difficult.

The slightly higher efficiency in the salicylic acid re-

moval of HAp/TiO2 SG, compared to the HAp/TiO2

(P25) photocatalyst, could be attributed to the larger

quantity of anatase phase in the TiO2 layer and smaller

nanosized particles increasing specific surface area.

The apparent rate constants, k, are in the same order

of magnitude (Table 3). The values of k for the degrada-

tion of salycilic acid in the presence of HAp supported

photocatalysts are slightly lower than that for the degra-

dation in the presence of suspended pure TiO2 (P25)

photocatalyst.

From all results we can conclude that the highly

porous 3D HAp support prepared in this work en-

sure a large surface area of immobilized catalyst and

have a potential for photocatalytic applications. The

macrochannels in the structure serve as effective paths

for light and ensure good mass transport of the pollu-

tants to the catalyst surface.

Use of natural marine resources and residues such as

cuttlefish bones and their conversion into highly added

value products such as catalyst support, simple prepa-

ration route and easy separation from reaction mixture

make the prepared catalysts economic and environmen-

tally friendly materials. The development and findings

of the present work can be readily extended to other cat-

alyst immobilization systems.

IV. Conclusions

Porous hydroxyapatite/titania (HAp/TiO2) compos-

ites were synthesized by simple and cost-effective

routes. TiO2 was deposited on the pore walls of the

highly porous HAp support derived from cuttlefish bone

using vacuum impregnation and sol-gel technique. A

homogeneous distribution of TiO2 particles covering the

surface of the HAp was achieved. The photocatalytic ac-

tivity of the prepared materials was studied using sali-

cylic acid as a model water pollutant and it was found

comparable to that of suspended TiO2 nanoparticles.
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