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The localization of charge carriers by electronic repulsion 
was suggested by Mott in the 1930s to explain the insulating 
state observed in supposedly metallic NiO. The Mott metal–
insulator transition has been subject of intense investigations 
ever since1–3—not least for its relation to high-temperature 
superconductivity4. A detailed comparison to real materials, 
however, is lacking because the pristine Mott state is com-
monly obscured by antiferromagnetism and a complicated 
band structure. Here we study organic quantum spin liquids, 
prototype realizations of the single-band Hubbard model in 
the absence of magnetic order. Mapping the Hubbard bands 
by optical spectroscopy provides an absolute measure of the 
interaction strength and bandwidth—the crucial parameters 
that enter calculations. In this way, we advance beyond con-
ventional temperature–pressure plots and quantitatively 
compose a generic phase diagram for all genuine Mott insu-
lators based on the absolute strength of the electronic cor-
relations. We also identify metallic quantum fluctuations 
as a precursor of the Mott insulator–metal transition, previ-
ously predicted but never observed. Our results suggest that 
all relevant phenomena in the phase diagram scale with the 
Coulomb repulsion U, which provides a direct link to uncon-
ventional superconductivity in cuprates and other strongly 
correlated materials.

The competition between the kinetic energy of the elec-
trons—characterized by the bandwidth W—and their potential 
energy—determined by the Coulomb energy U—drives the Mott 
metal–insulator transition (MIT). Although this notion is widely 
accepted from the seminal works of Mott and Hubbard1,2, the 
crossover from insulating to metallic has been discussed in a solely 
qualitative context in most cases, in particular not linking experi-
mental results to the absolute scales available from state-of-the-art  
calculations3,5. Here we show that the relevant parameters that 
switch between localized and itinerant properties of the conduction 
electrons are the interaction strength and temperature normalized 
to the bandwidth, U/W and T/W.

As indicated in Fig. 1a, the Mott state, with a well-defined  
spectral gap, is delimited by a first-order transition at low  
temperatures and a crossover above the critical endpoint, which  
was recently identified as the quantum Widom line (QWL)5 and 

provides interesting analogies to supercritical liquids and gases6,7. 
This physical picture emerges from the state-of-the-art dynamical 
mean-field theory (DMFT) description, which succeeds in captur-
ing most salient features of the Mott point. The generic perspective, 
however, also reveals striking differences to conventional liquids, 
which usually form a solid on cooling or compression. Indeed, in 
classical solidification, the well-ordered crystal phase typically pos-
sesses a reduced entropy because the continuous rotational and 
translational symmetry that characterizes the liquid is spontane-
ously broken. The opposite behaviour, however, is observed for 
interacting electrons subject to Mott–Hubbard correlations, which 
is reminiscent of the paradigmatic Fermi liquid 3He below T =  0.3 K: 
heating the fluid (under a pressure of about 3 MPa) transforms it 
into a solid. The peculiarity dp/dT <  0 of the melting curve is known 
as the Pomeranchuk effect, and the Clausius–Clapeyron relation 
implies that solid 3He has a larger entropy than the liquid phase8. 
Likewise, the boundary to the Mott insulator exhibits a positive 
slope, dTMI/dp >  0, and the thermodynamic ground state is metallic. 
Here, the mobile electrons in the Fermi liquid state are predicted 
to have less entropy than those localized in the Mott state (Fig. 1b). 
This peculiar feature of electronic systems was never observed at 
low temperature, because it is commonly obscured by magnetic 
order (Fig. 1c). The recent discovery of a quantum spin liquid state 
in several organic Mott insulators9–12 now provides us with the pos-
sibility to explore the paramagnetic insulating state down to T =  0. 
Such molecular conductors can be easily tuned through the phase 
transition by applying hydrostatic pressure or modifying the con-
stituent molecules. With these possibilities at hand, elucidating 
the genuine Mott state in the low-temperature quantum regime 
becomes possible at last.

For our experimental investigation, we selected three well-char-
acterized organic Mott insulators, β ′ -EtMe3Sb[Pd(dmit)2]2 (EtMe)  
(EtMe3Sb, ethyltrimethylstibonium; dmit, 1,3-dithiole-2-thione- 
4,5-dithiolate), κ -(BEDT-TTF)2Ag2(CN)3 (AgCN) (BEDT-TTF,  
bis(ethylenedithio)tetrathiafulvalene) and κ -(BEDT-TTF)2Cu2(CN)3  
(CuCN). These compounds form a layered structure with dimers  
of organic molecules on a triangular lattice that carry one electron 
each (Fig. 2a–c), which results in half-filled, quasi-two-dimensional 
electronic systems well-described in terms of the single-band 
Hubbard model13,14. Optical investigations turn out to be the method 

Quantum spin liquids unveil the genuine  
Mott state
A. Pustogow   1*, M. Bories1, A. Löhle1, R. Rösslhuber1, E. Zhukova2, B. Gorshunov2, S. Tomić3,  
J. A. Schlueter4,5, R. Hübner   1,6, T. Hiramatsu7, Y. Yoshida7,8, G. Saito7,9, R. Kato10, T.-H. Lee11,  
V. Dobrosavljević11, S. Fratini   12 and M. Dressel1

NATuRE MATERiALS | www.nature.com/naturematerials

mailto:andrej.pustogow@pi1.physik.uni-stuttgart.de
http://orcid.org/0000-0001-9428-5083
http://orcid.org/0000-0002-1411-6093
http://orcid.org/0000-0002-4750-3241
http://www.nature.com/naturematerials


Letters NATure MATerIAls

of choice to study the corresponding correlation effects in these  
systems, because they can directly map the Mott–Hubbard excita-
tions to give a quantitative measure of both the Coulomb repulsion 
U and the bandwidth W.

In Fig. 2a–c,e–g we plot the optical conductivity σ1(ω) of EtMe, 
AgCN and CuCN single crystals probed at different temperatures. 
The most prominent feature is the Mott–Hubbard band centred  
at around 2,000 cm–1, also observed in related materials15. This 
assignment is confirmed by DMFT calculations that employ the 
continuous-time quantum Monte Carlo (CTQMC) impurity solver, 

which reproduce the overall shape, asymmetry and intensity of the 
bands very well (Supplementary Information). The narrow peaks 
below 1,500 cm-1 correspond to vibrational features16, which can 
be clearly separated from the overall change of the Mott–Hubbard 
band in the contour plots (Fig. 2e–g).

We determined U and W from the maximum and half-width, 
respectively, as indicated in Fig. 2d (see Fig. 1a). In a unified phase 
diagram, the three materials are quantitatively arranged in the order 
EtMe (U/W =  2.35), AgCN (1.96) and CuCN (1.52) on the descend-
ing horizontal U/W scale (Fig. 2h), consistent with ab initio density 
functional theory and extended Hückel calculations11,17,18. Although 
U ≈  220 meV is rather small in EtMe, the very narrow bandwidth 
W ≈  90 meV makes it the most-correlated electron system of this 
group. Compared to the κ -phase materials, the experimentally 
accessed temperatures (5–300 K) also cover a much broader vertical 
T/W range. This implies that the electronic compressibility is larg-
est, and pressure has the strongest effect on U/W, consistent with 
experiment19.

From Fig. 2a,d,e we notice that EtMe develops a well-defined 
Mott gap that continuously grows on cooling (Δ =  650 cm−1 at 5 K). 
It opens at around 120 K, which coincides with the crossover tem-
perature determined by pressure-dependent d.c. transport19. We 
thus provide conclusive experimental evidence that the QWL is, 
indeed, the true limitation of the Mott state associated with a spec-
tral gap. The other two compounds do not exhibit a clear Mott gap 
due to a weaker correlation strength, that is, the Hubbard bands are 
broader with a larger overlap of the band tails.

We then looked for fingerprints of the ground state in the elec-
trodynamic response at low frequencies (terahertz, far infrared), as 
these match the relevant energy scales in the problem, which are of 
the order of 100 K or less. The temperature evolution of the opti-
cal conductivity and the corresponding spectral weight (SW) well 
below ωmax (Fig. 3) reveals the insulating nature of the ground state 
of EtMe: the subgap absorption diminishes on cooling as the Mott 
gap opens. A similar but less pronounced freeze out of thermal  
excitations is observed for AgCN20. Most interesting, however, is the 
opposite behaviour of CuCN (Fig. 3a) with σ1(ω) enhanced over a 
broad low-energy range (100–1,000 cm−1) on lowering the tempera-
ture21, which is typical for a metal but uncommon for an insula-
tor. This is surprising given that no Drude peak, the hallmark of  
coherent transport, is present and that at zero frequency all the 
compounds—including CuCN—are electrical insulators as deter-
mined from d.c. transport (Fig. 3e).

This apparent contradiction is understood by the exceptional 
position of CuCN in the phase diagram: this compound is closer 
to the insulator–metal boundary than EtMe and AgCN (Fig. 2h), 
yet still on the insulating side. The Pomeranchuk-like back bend-
ing means that lowering the temperature effectively reduces the  
distance to the phase boundary, which drives the system towards  
the metallic state (Fig. 1b). We can therefore assign the strong 
non-thermal enhancement of the low-energy SW below T =  70 K  
(Fig. 3d), which coincides with the back-bending temperature of 
the QWL19, to metallic quantum fluctuations in the Mott state that 
appear as a precursor of coherent transport on entering the coexis-
tence region close to the MIT. This regime was predicted theoreti-
cally5,22, but not observed previously. Only by scrutinizing quantum 
spin liquids we could circumvent magnetic order, which would 
otherwise conceal the actual low-energy behaviour—the less frus-
trated compound κ-(BEDT-TTF)2Cu[N(CN)2]Cl develops a hard 
gap in its antiferromagnetic state21 despite being located even closer 
to the Mott MIT than CuCN19. From the trend of our data we sug-
gest that the anomalous slope of the Mott MIT extends down to the 
lowest measured temperature. This is corroborated by the gradually 
decreasing transport gap of CuCN, which seemingly vanishes for 
T →  0, consistent with a weakening of the insulating behaviour; in 
contrast, the transport gaps of EtMe and AgCN remain finite23–25.
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Fig. 1 | Theoretical phase diagram of the Mott insulator. a, The boundary 
of the Mott state with a gapped density of states (DOS) manifests as 
a first-order transition below the critical endpoint and as the quantum 
Widom line above. The orange circles correspond to DMFT calculations 
for different correlations U/W and temperatures T/W normalized to the 
bandwidth5. Although at high T the gap is filled by thermal excitations 
that cause incoherent transport over a broad U/W range, a quasiparticle 
peak develops at EF as the hallmark of a Fermi liquid for W >  U ≫  T. Optical 
spectroscopy maps the DOS via transitions between the Hubbard bands 
and allows us to determine the Coulomb repulsion U and bandwidth W in 
the Mott state. b, At low T the magnetic ground state becomes significant 
for thermodynamics. In the absence of magnetic order (quantum spin 
liquid), the entropy remains large as T →  0 (SQSL >  SFL), which causes a 
positive slope of the phase transition due to the Clausius–Clapeyron 
relation. c, When geometrical frustration is relieved, antiferromagnetism 
stabilizes at low T. The ordered state has less entropy than the metallic 
phase, which implies dTN/dp <  0. Figure reproduced from ref. 33.
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Numerous investigations have explored scaling relations at 
the critical endpoint of the Mott transition, and extracted critical 
exponents and certain universality classes19,26–28. Above the critical 
temperature the sharp phase boundaries dissolve into the QWL 
that arises from the interplay of U, W and T and separates between 
the Mott insulating state and an incoherent conduction regime. 
Pressure- and temperature-dependent transport studies give 
clear indications of this crossover11,19, in full accord with theory5.  

Using the U/W and T/W scaling obtained from our optical stud-
ies, here we suggest a unified and quantitative phase diagram for 
all organic Mott insulators, as presented in Fig. 4 (Supplementary 
Information gives details). We are confident that the intrinsic prop-
erties of the Mott MIT should also prevail for spin-liquid compounds 
of different symmetry, for example kagome and other geometries. 
Investigations in this direction in other classes of materials are 
extremely compelling, but are not immediately straightforward due 
to the more complex band structures in candidate materials, such as 
the inorganic herbertsmithite29.

When comparing our observations on the molecular Mott insu-
lators to those obtained on transition metal compounds, it becomes 
clear that we now cover a range previously inaccessible, because 
the much larger energy scales that characterize these compounds 
push the first-order Mott MIT all the way up to room temperature2 
and the Widom line beyond the scales accessible in laboratory.  
For decades, V2O3 has served as the prime example of a Mott  
insulator because a slight Cr substitution allows a precise tuning 
from the paramagnetic metallic to the insulating phase by inverse 
chemical pressure30. Taking into account its large bandwidth of 
several electronvolts31, this material fits well into our generic phase 
diagram (Fig. 4) and yet covers only a tiny part, as illustrated in the 
Supplementary Information.

Our present study of molecular quantum spin liquids provides 
a general picture of the Mott MIT as a whole, with the QWL as the 
organizing principle and quantum fluctuations that emerge already 
from the insulating side. We conclude that the organic compounds 
establish the proper standard for Mott physics, with direct impli-
cations for oxides. Recent DMFT studies infer that the Widom 
line formalism also applies to the pseudogap in cuprates32, which 
encourages a similar rescaling approach for charge-carrier doping,  
as for the bandwidth-tuned Mott MIT presented here, which 
approaches the long-standing mystery of a high Tc.

The emerging scenario suggests an analogue classification on 
the metallic side that captures the bad metallic and Fermi-liquid 
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states, in which the effective mass renormalization m*/m is linked 
to U/W on varying the interaction strength. Another delicate 
issue is the nature of the proposed coexistence region3: identi-
fying the observed quantum fluctuations as spatially segregated 
metallic puddles implies that the effective mass does not diverge 
at the first-order Mott MIT, which clearly contrasts it to quan-
tum critical systems. Moreover, with W and U as the only rele-
vant quantities, it is a particularly intriguing question as to how 
spin excitations emerge on the insulating side as we are dealing 
here with spin-liquid compounds. The elaborated phase diagram 
provides a solid foundation to investigate systematically the spin 
degrees of freedom.

Methods
Methods, including statements of data availability and any asso-
ciated accession codes and references, are available at https://doi.
org/10.1038/s41563-018-0140-3.
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from ref. 33.
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Methods
Materials. Plate-like organic single crystals were grown during several months 
by air oxidation in acetone (EtMe)34,35 and electrochemical oxidation (AgCN and 
CuCN)36,37 in RIKEN, Nagoya, Stuttgart and Argonne. The samples reach typical 
dimensions of 1 ×  1 ×  0.05 mm³, 0.4 ×  0.3 ×  0.2 mm³ and 1 ×  1 ×  0.2 mm³ for EtMe, 
AgCN and CuCN, respectively. After selection and cleaning, the crystals were 
measured without further treatment; in particular, the optical reflectivity was 
probed on as-grown crystal surfaces.

Optical spectroscopy. Broadband optical spectra were recorded on various  
Fourier-transform infrared spectrometers equipped with the corresponding sources, 
beam splitters, polarizers, windows and detectors. The reflectivity was obtained 
by normalizing the signal of the sample to a gold mirror taking into account the 
tabulated frequency-dependent reflectivity of gold. To reach accurate absolute 
values and to account for diffraction effects in the far infrared (ω/2π c <  700 cm−1, 
where c is the speed of light in vacuum), we first measured the temperature-
dependent sample reflection normalized to a big mirror, followed by evaporation of 
a thin gold layer (~300 nm in thickness) on the sample and, subsequently, a second 
measurement of the covered sample at the same temperatures. Eventually, the 
reflection was calculated by dividing the sample spectra without and with gold, both 
of which were normalized to a big mirror to account for the temporal fluctuations 
of the spectrometer. Typically, the low-frequency limit was 30–100 cm−1 depending 
on the crystal size. The frequency resolution was set to 1 cm−1.

Several optical cryostats enabled us to cover the range 5 K <  T <  300 K. Prior 
to cooling, the sample was aligned parallel to a gold mirror and the crystal axes 
were determined with an automated polarizer. Then, the cryostat was evacuated 
to minimize thermal contact to the surroundings and avoid the formation of ice 
on the sample. During cooling, the pressure in the sample chamber was typically 
10−6–10−5 mbar. The cooling rate was 1 K min–1.

In addition to the Fourier-transform infrared reflection studies, temperature-
dependent terahertz transmission was measured for EtMe and CuCN using coherent 
source (backward-wave oscillators) and pulsed time-domain spectrometers. Both 
spectrometers enabled us to calculate the real and imaginary parts of the conductivity 
σ1(ω) +  iσ2(ω) (i is imaginary unit) directly without using Kramers–Kronig 
relations38,39. Thus, we could measure the single crystals of EtMe and CuCN down 
to 6 cm−1; the low-frequency limit for AgCN was around 100 cm−1 due to the small 
crystal size. For all the compounds, the reflectivity was measured up to the visible 
(20,000 cm−1) by Fourier transform spectroscopy. In addition, we determined the 
room temperature reflectivity of EtMe up to 45,000 cm−1 by ellipsometric techniques.

Data processing. To calculate the frequency-dependent conductivity by the 
Kramers–Kronig relations, the optical reflectivity obtained by the various methods 
and spectrometers was merged (reflectivity data are shown in the Supplementary 
Information and Supplementary Figs. 3 and 4). In rare cases, it was required to 
slightly shift the raw data (several percent of mismatch can occur due to alignment 
in the different set-ups). Then, the low- and high-frequency reflectivities were 
extrapolated to 0.001 and 106 cm−1, respectively. While generalized Hagen–Rubens 
behaviour (R =  a – bωn, where a <  1 and 0 <  n < 0.5) was extrapolated at low 
frequencies, a ω−4 decay was applied towards high frequencies. For EtMe and 
CuCN, the low-frequency optical conductivity that resulted from the  
Kramers–Kronig calculation was replaced by the terahertz data. Most importantly, 
the optical conductivity discussed here is not affected by the extrapolation.

Electrical transport. The temperature-dependent resistivity was determined 
within the conducting plane utilizing the standard four-point method23,24,40. A 
current of typically 10 µ A was applied to avoid heating of the sample. Electrical 
contacts were realized by 25 µ m gold wires attached to the crystal by conductive 
carbon paste. The specimens were mounted on a sapphire plate for a good thermal 
contact. Utilizing a 4He exchange gas cryostat, the cooling rate was adjusted to 
approximately 0.1 K min–1 down to 2 K to ensure thermal equilibrium, to prevent 
cracking and to minimize disorder effects.

Pressure-dependent experiments on CuCN (Supplementary Fig. 13b,c) 
were performed in a CuBe oil pressure cell. The pressure was corrected for the 
temperature-dependent freezing of the medium.

In Fig. 4 and Supplementary Fig. 1, we incorporated published data of the 
pressure- and temperature-dependent resistivity measurements11,19 on EtMe, 
AgCN and CuCN. The inflection points of the resistivity versus pressure are 
taken as a crossing of the QWL at certain temperatures. This agrees well with the 
determination from our temperature-dependent transport studies presented in 
Supplementary Figs. 2 and 13c.

DMFT calculations. DMFT41 calculations were performed using a single-band 
Hubbard model at half-filling, and assuming a simple semicircular density of states. 

We used the state-of-the-art CTQMC quantum impurity solver, as implemented by 
Haule42. The number of Monte Carlo steps was set to 1 ×  109 for precise sampling. 
In the insulating phase, the convergence was checked by requiring the local Green’s 
function to satisfy the self-consistent criterion, |Gi+1(iω0) – Gi(iω0)| ≈  10−4. This was 
typically achieved within 20 iterations, where i represents the iterations and  
ω0 =  π T. We performed analytical continuation on the Matsubara frequency Green’s 
function using maximum entropy methods43. Then, the self-energy was calculated 
from the DMFT self-consistent condition:

Σ ω ω μ ω ω= + − −−G t G( ) ( ) ( ) (1)1 2

We set the half-bandwidth D =  ½W0 =  1 as our energy unit. With the obtained 
self-energy, we calculate the optical conductivity using the Kubo formula:41

∫ ∫σ ω σ ε νΦ ε ε ν ε ν ω
ν ν ω

ω
= + − +

A A
f f

( ) d d ( ) ( , ) ( , )
( ) ( ) (2)0

where A(ε,ν) =  –(1/π )Im(ε +  μ – ν – Σ (ε))−1 is the momentum and frequency 
dependent spectral function, where the momentum dependence enters through the 
band structure dispersion ε(k), f is the Fermi function, Φ(ε) =  Φ(0)[1 – (ε/D)2]3/2 
and σ0 =  2π e2/ħ is the conductance quantum. Here we set σIRM =  e2Φ(0)/ħD as our 
conductivity unit, where σIRM is the Ioffe–Regel–Mott limit to distinguish the metal 
and bad metallic behaviour. The obtained spectra, shown in the Supplementary  
Fig. 12, resemble very well our experimental data plotted in Fig. 2.

To evaluate the QWL, the DMFT calculation was performed on the triangular 
lattice to compare with the organic compounds in this report. To obtain a  
reliable QWL, the iterated perturbation theory was applied as our impurity solver 
(Fig. 1a), which has been shown to have accurate results compared to numerically 
exact CTQMC but to suffer from less numeric error, especially in triangular lattice 
systems. We employed the λ analysis to locate the QWL5,22, in which λ corresponds 
to the curvature of the free energy functional and shows a minimum at the 
QWL. More specifically, λ can be obtained from the iterative solution of DMFT 
equations5,22:

δ ω δ ω δ ω− = λ+ −G i G i e G i( ) ( ) ( ) (3)n
n

n
n

n
n

( 1) ( ) (0)

where δ G(n) =  G(n) – GDMFT and GDMFT is the converged DMFT Green’s function. 
Therefore, λ corresponds to the convergence rate towards the DMFT solution.

Data availability. The authors declare that the data supporting the findings of 
this study are available within the paper and its Supplementary Information. For 
further details, contact A.P. or M.D.
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