Hrvatska znanstvena bibliografija CROSBI
Dokument generiran: 02.05.2025. u 16:52
	



Pregled po CROSBI profilu: Vatroslav Bubalo (CROSBI Profil: 17723, MBZ: 238414)
	



[bookmark: _Toc1]Knjige i poglavlja u knjigama
[bookmark: _Toc2]Poglavlja u knjigama


Kruljac, Ivan; Vrkljan, Milan; Mirošević, Gorana; Rinčič, Goran; Pećina, Hrvoje Ivan; Pažanin, Leo; Stipić, Darko; Čerina; Vatroslav
Infiltrativne bolesti hipofize. // Endokrinološka onkologija / Vrkljan, Milan ; Kusić, Zvonko i sur. (ur.).
Zagreb: VBZ, 2017. str. 54-56


[bookmark: _Toc3]Radovi u časopisima
[bookmark: _Toc4]Znanstveni i pregledni radovi


Carek, Andreja; Slokar Benić, Ljerka; Bubalo, Vatroslav; Kosović, Nika
Microscopic and Mechanical Characterization of Co-Cr Dental Alloys Joined by the TIG Welding Process.  // Materials, 16 (2023), 3890, 17 doi:10.3390/ma16103890 (međunarodna recenzija, članak, znanstveni)

Carek, Andreja; Slokar Benić, Ljerka; Bubalo, Vatroslav
Metal Ions Release from Welded Co—Cr Dental Alloys.  // Materials, 16 (2023), 3398, 15 doi:10.3390/ma16093398 (međunarodna recenzija, članak, znanstveni)

Bubalo, Vatroslav; Jerolimov, Vjekoslav; Baučić, Ivo; Andreis, Mladen; Veksli, Zorica
Akrilatni polimeri u dentalnoj protetici: Priprava i mehanička svojstva.  // Polimeri : časopis za plastiku i gumu, 33 (2012), 1;  22-27 (međunarodna recenzija, pregledni rad, znanstveni)

Bubalo, Vatroslav; Jerolimov, Vjekoslav; Baučić, Ivo; Andreis, Mladen; Veksli, Zorica
Akrilatni polimeri u dentalnoj protetici: Procesi razgradnje.  // Polimeri : časopis za plastiku i gumu, 33 (2012), 2;  58-63 (međunarodna recenzija, pregledni rad, znanstveni)

Bubalo, Vatroslav; Jerolimov, Vjekoslav; Baučić, Ivo; Andreis, Mladen; Veksli, Zorica
Influence of accelerated ageing on metha-crylate-based denture resins heterogeneity as viewed by ESR-spin-probe method.  // Polymer international, 54 (2005), 5;  848-853 (međunarodna recenzija, članak, znanstveni)


[bookmark: _Toc5]Drugi radovi u časopisima


Aljinović Ratković, Naranđa; Bubalo, Vatroslav; Havelka Meštrović, Ana; Mičković, Vlatko; Lončar, Zoran
Civilian Casualty of Landmine – The Pattern of Injury and Course of Treatment.  // Collegium antropologicum, 41 (2017), 4;  377-381 (međunarodna recenzija, članak, ostalo)


[bookmark: _Toc6]Sažeci sa skupova
[bookmark: _Toc7]Sažeci u zbornicima i časopisima


Bubalo, Vatroslav; Macan, Darko
Dentalni implantati u trećoj životnoj dobi.  // Sažeci 3. međunarodnog kongresa Hrvatskoga društva za dentalnu implantologiju Hrvatskoga liječničkog zbora. Acta Stomatol Croat 2009 ; 43/4 : 220-349. (Brkić, Hrvoje Gl.ur.) / Macan, Darko (ur.).
Zagreb: Stomatološki fakultet, Sveučilište u Zagrebu, Hrvatsko stomatološko društvo HLZ, 2009. str. 345-345 (poster, domaća recenzija, sažetak, ostalo)

Bubalo, Vatroslav; Jerolimov, V.; Carek, V.; Andreis, Mladen; Veksli, Zorica
Ispitivanje ostatnog monomera i morfologije akrilatnih smola za stomatološku protetiku.  // Acta Stomatologica Croatica, Vol. 32, Dodatak / - (ur.).
Zagreb: -, 1998. str. 159-160 (poster, domaća recenzija, sažetak, znanstveni)

Bubalo, Vatroslav; Jerolimov, V.; Andreis, Mladen; Veksli, Zorica; Carek, V.
A morphological study of dental base materials.  // Novel biomaterials in prosthodontics and implantology and clinically relevant aspects on occlusion / - (ur.).
Turku: University of Turku,  Institute of dentistry, 1998. (poster, međunarodna recenzija, sažetak, znanstveni)


[bookmark: _Toc8]Ocjenski radovi
[bookmark: _Toc9]Magistarski radovi


Bubalo, Vatroslav
Primjena elektronske spinske rezonancije-metode spinske probe u istraživanju strukture akrilatnih smola tijekom starenja., 2000., magistarski rad, Stomatološki fakultet, Zagreb

____________________

Broj zapisa: 11
Izvezeno sa https://www.bib.irb.hr:8443/pretraga/?operators%3Dand%7C17723%7Ctext%7Cprofile
Stranica /
